deffner & Johann

NANORESTORE GEL® (Test Kit: Item no. 2092 016)

HYDROGEL

(In Development)

PVOH pHEMA / PVP

GEL HWR GEL MWR
Item no. 2092 014 Item no. 2092 012

GEL PEGGY 5 GEL PEGGY 6
Item no. 2092 000 Item no. 2092 002

Highest loading capacity Less loading capacity Maximum loading capacity Very high loading capacity
Long action time Shorter action time For water sensitive surfaces For surfaces that cannot tolerate water
For smooth to structured surfaces For smooth surfaces to impasto
For smooth surfaces
SUITABLE FOR: SUITABLE FOR:
- Surface cleaning, large areas/ selectively - Removal of coatings (varnishes)
- Spot removal - Layer separation
- Removal of coatings (varnishes) - Removal of adhesives (adhesive tape)
CAN BE USED WITH: CAN BE USED WITH:  CAN NOT BE USED WITH:
- Nanorestore Cleaning® Microemulsions waier lcohol Mixtures® X Acetone
- Chelating agent (TAC) Na er/; tco OCI Ix _”re; X Butylacetate
- Water/ Alcohol Mixtures™ M(l?gr%r:;vg[songam ng X Cyclohexane
X Ethylacetat
Benzyl Alkohol
Acetic Acid X Heptane
* Maximale alcohol content: 50% V/V ceticAct X Methyl Ethyl Ketone
Ethylene Glycol
X I-Pentanol
2-Methoxyethanol
Ethanolamine X Propylene Carbonate
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Propylene Glycol
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